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Unz Seal Manufacturing Standards

Brand new state-of-the-art manufacturing plant with
s a f e ty computer-controlled market-leading technology.
Inspection
Defect Level AQL
Powder-Free Pinholes (FDA 1000ml  Level 11 1.5
watertight test)
Visual Defects (major) S-4 1.5
Textur Ed Visual Defects (minor) S-4 2.5
Latex Exam Gloves Dimensions s2___ 40
Item #:
Sizes: Powder-Free: Physic al Properties
Small 043-6
Before Accelerated Accelerated
- Aging: Aging: Aging:
Medium | 043-7 7 days 22 hours
@70 C @100 C
21
Large 043-8 18 16
14 14 14
XLarge 043-9 .
XXLarge | 043-0
B UniSeal’ Tensile Strength (Mpa)

Bl ASTM Minimum Requirement
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Before Accelerated Accelerated
Aging: Aging: Aging:
c u ff 7 days 22 hours
@70cC @100 C
800% 850%

750%

700%
. 500% 500%

B UniSeal’ Ultimate Elongation
Bl ASTM Minimum Requirement

( € 1ISO 9001:2000

THIS GLOVE MEETS THE EMERGENCY MEDICAL EXAMINATION GLOVE
REQUIREMENTS OF NFPA 1999, STANDARD ON PROTECTIVE CLOTHING
FOR EMERGENCY MEDICAL OPERATIONS, 2003 EDITION.

THIS GLOVE IS FOR SINGLE USE ONLY.
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Quality Standards:

IN ACCORDANCE WITH NFPA 1999(2003)

B Meets or exceeds the following
standards: ASTM D3578-01ea2
(USA,, EN 455 (EEC,, AS 40 DimenSions (all measurements in mm)
Australia), FDA, CE Allergen/Contact Sensitizer Exclusi
‘O li , led i d {Pofvrdget:Free)??%utylhydegig/azn?sglex(cBll—‘l;')?g, Glove P?lm THICKNESS
| ua lty sampled In accordance ;Di,terttiag/ buryt,h‘-}-hyldroxy;(;;g%enoABHﬂ: Length ‘ﬂ’g"tl'l: Cuff | Palm Finger
with MIL.STD 105D ercaptobenzothiazole ;  Amine
H 1SO 9001:2000 Certified Z?Z%Xy'd;?;f fSZféEZSfS gﬁiﬁe PCDEDP%ISPZITEC) 300 85 [0.18]0.28] 0.32
Manufacturing gi;ﬂg:ﬁﬁ%ﬂff%@i%atf(z(DZECE)Cétr 223 ofrlwr; 300 95 |0.18]0.28]0.32
T H chemicals [} e carbamate roup,
B Meets the Viral Penetration Tty liiuram. disuie o 300|111 (0.18|0.28]| 0.32
Test ‘ASTM F1671 -03, Thiobis (6-Tertiary Butyl) Meta cresol. 300 115 0.1810.28]| 0.32
Type: Non-Sterile Examination Glove
Shape: Ambidextrous




