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Bar Code Glove
Length
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Thickness

Cuff Palm Finger
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0.13 0.17 0.22

280 105 ' 0.13 0.17 0.22

280 115 i 0.13 0.17 0.22

Features

Quality Standards

Before Accelerated
Aging: Aging:
7 days
@70cC

@ UniSeal® uiimate stongation

. ASTM Minimum requirament

* B Mil thlckness

* 11-inch [ eaded Cuff

= Thin Wa inology

= More punc re-resistant

= Superior Strength and durability

= Textured finish for superior grip

= Comfortable fit reduces hand
fatigue

* Powder-free

= Latex-free

= Excelient alternative to natural
‘rubber latex

* Higher resistance to certain
chemicals or solvents

= Barcoded boxes and cartons

= Dated Lot Codes for quality
assurance and traceability

= Safety Sealed Packacing:

‘50 Gloves/Box, 10 Boxes/Case

= No sensitized threshold. Any Individual which proven

hypersensibility to natural Nitrife,

Manufacturing Standards

* Brand new atale-of-the-art manclacturing plant with
compurter-controlled muckst lading techasiogy

Defsct inspection  AOL

Lowal
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Visual Dstacts (major) ot 25
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Dimensions 52 40
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= Meets or exceeds the following
standards: ASTM D3578-95 (USA).
EN 455 (EEC), A5 40
[AUSTRALIA), FDA, NFPA, UL

= Quality sampled in accordance
with MILSTD 105E

= |SO 9002 Certified Manufacturing




